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orientation. Some of the experiments performed have 
demonstrated that Route BC is an excellent processing route 
for producing equiaxed ultra-fine microstructures.7,10

Pressing speed
The ECAP technique is always conducted using high-
capacity hydraulic presses that operate with relatively high 
ram speeds. The influence of pressing speed was investigated 
using samples of pure aluminium and a range of pressing 
speeds from 10-2 mm/s to 10 mm/s. The results showed that 
the speed of pressing had no significant influence on the 
equilibrium grain size, at least over the range used in these 
experiments, and that the nature of the microstructure was 
dependent on the pressing speed, because recovery occurred 
more easily at slower speeds, resulting in more equilibrated 
microstructures. There was also indirect evidence for 
the advent of frictional effects when the cross-sectional 
dimensions of the samples were 5 mm or less.11

Pressing temperature
Pressing temperature in ECAP is a key factor in microstructure 
development. Yamashita et al.12 studied the effects of 
pressing temperature using pure aluminium (Al) and 

aluminium–magnesium(Mg)–scandium(Sc) alloys (Al-3���� Mg 
and Al-3���� Mg-0.2���� Sc), and reported that an increase in 
the deformation temperature resulted in an increase in grain 
size and a decrease in the misorientation of strain-induced 
boundaries. It has also been shown that the proportion of high 
angle boundaries evolved in a 5052 Al alloy decreased with 
an increase in pressing temperature and reached only 14��  
during ECAP at 573 K. The effect of pressing temperature on 
fine grain formation during hot ECAP is currently a matter of 
debate and is still unclear.3

Properties of ECAP-produced ultra-
fine grained materials
Structure
Grain refinement can be achieved through ECAP for all 
metallic and intermetallic materials. The plastic deformation 
of metals induces the refinement of grain size which 
affects the metal microstructures in a way that the material 
properties become more unique than those at the bulk scale.13 
Sufficiently high deformation degrees result in structures 
on a submicrometre scale approaching the nanometre 
level. The microstructure of metals and alloys significantly 
affects the strength of a material.14,15,16 The final grain size 
of materials depends on the material and the processing 
parameters. In metallurgical tests, grain refinement structure 
is determined using electron microscopy. Figure 4 shows 
the structural refinement of a titanium alloy after ECAP. It 
is always observed that ultra-fine grained materials have a 
finer equiaxes grain structure than the conventional coarse-
grained polycrystalline materials. 

Mechanical properties
It has been observed that ultra-fine grained materials 
produced by ECAP exhibit good hardness and high strength. 
It has also been observed that as grain size is reduced through 
the nanoscale regime, hardness typically increases (Figure 5). 
The Hall–Petch equation expresses the grain size dependence 
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Source: Iwahashi et al.7

FIGURE 2: Schematic illustrations of the die used to evaluate the influence of the channel angle: (a) 90°, (b) 112.5°, (c) 135° and (d) 157.5°.
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FIGURE 3: The four fundamental processing routes used in the equal channel 
angular pressing technique.
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of flow stress at any plastic strain until ductile fracturing. In 
terms of yield stress, Hall–Petch is expressed as:

       ,                   [Eqn 1]

where σ0 is the yield stress, σ1 is the frictional stress opposing 
the dislocation motion, K is the Hall–Petch slope and D is the 
grain diameter.18 A similar equation is obtained for hardness:
       
        ,    [Eqn 2]

The experimental results of the hardness tests show that 
the relationship differs when grain size is in the ultra-fine 
range,14,15 for example, a positive slope exists when the 
grain size is less than 20 nm. The materials produced by 
ECAP also have high wear resistance and fatigue strength, 
and high biocompatibility and corrosion resistance when in 
contact with living tissue (e.g. nanostructured commercially 
pure titanium materials over conventional alloy).18 Thus, the 
deformation, hardness and strength of ultra-fine grained 
materials are unique. Much work is still underway to 
understand the unique behaviour of these materials.

Superplastic behaviour
Ultra-fine grained materials exhibit superplastic behaviour. 
Superplasticity is the capability of some polycrystalline 
materials to exhibit very large tensile deformations without 
necking or fracture. As grain size decreases, the temperature 
at which superplasticity occurs decreases, and the strain 
rate for the occurrence of superplasticity increases. This 
superplastic behaviour is often observed in ultra-fine grained 
and nanocrystalline metals and alloys when the temperatures 
are low and the strain rates are high.15

Experimental procedure
The ECAP die used for the experiment was a two-piece split 
die housed in a round channel with a diameter of 14.5 mm. 
The angle between the channels was 126° and the external 
curvature was 0°. The die consisted of a highly polished 
smooth plate bolted to a second polished plate. The inlet 
and outlet channels had nearly the same dimensions. 
Figure 6 shows the ECAP die used for the experiment. The 
ECAP process was performed on copper alloy samples, 
machined into diameters of 14.5 mm and lengths of 
50 mm. The chemical composition of the copper alloy is 
given in Table 1. The samples were well lubricated with a 
molybdenum disulphide based solid lubricant (MoS2). The 
process was performed using a 63-ton hydraulic press at a 
speed of 43 mm/min at room temperature, using Route Bc 
and up to 12 consecutive passes. Optical electron microscopy 
using a Nikon eclipse L150 (New York, USA) was performed 
for microscopic observations. The grain size was measured 
on the cross section of an aggregate of grains using AnalySIS 
V soft image system software.19 The Vickers hardness value 
was determined using a Rockwell-type hardness testing 
machine. The Vickers hardness test uses a diamond in the 
shape of a square-based pyramid with an angle of 1360° 
between opposite faces as an indenter (220° between the 
indenter face and surface). The test is based on the principle 

that impressions made by this indenter are geometrically 
similar regardless of load. Accordingly, loads of various 
magnitudes are applied to a flat surface, depending on the 
hardness of the material to be measured.

Results and discussion 
Figure 7 shows the optical microscopy images used to 
measure the grain size of the copper product obtained after 

Source: Lowe and Valiev13.

FIGURE 4: Electron microscopy images showing structural refinements after 
equal channel angular pressing.

Source: Sanusi and Oliver17.

FIGURE 5: Graphical representation of the variation in yield stress as a function 
of grain size in ultra-fine grained materials.

FIGURE 6: The equal channel angular pressing die used to process the copper alloy.
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6 passes and 12 passes of the ECAP technique. The average 
grain size of the processed copper alloy after six passes was 
0.75 µm (Table 2). After 12 passes, using the same route, the 
mean grain size was 0.34 µm (Table 2). Grain size therefore 
decreases as the number of passes increases. The presence 
of a large fraction of high-angle boundaries after 12 passes 
is consistent with previous studies. The microstructure of 
the copper in the ‘as-received’ condition was significantly 
different from the microstructure of the copper after 
undergoing the ECAP process.

The Vickers hardness test results obtained for a copper 
alloy after different passes during ECAP are shown in 
Table 3 and Figure 8. It was observed that the copper alloy 
that underwent 12 passes had the highest hardness value 
and the ‘as-received’ copper alloy (i.e. the one that did not 
undergo ECAP) had the lowest hardness value. This result 
shows that the behaviour (in this case hardness) of a material 
is improved after ECAP.

The relationship between the hardness value and the inverse 
square root of the average grain size is shown in Figure 9. As 
can be seen from the figure, the process material obeyed the 
Hall–Petch relationship, that is, hardness typically increases 
with decreasing grain size.

Application of ECAP techniques in 
manufacturing
Processing by ECAP is now being used for the manufacture 
of ultra-fine grained structures for different materials. High-
strength semi-finished products produced from aluminium 
that has undergone ECAP can be used in the aerospace, power 
and automotive industries. These products include fasteners 
likes screws, screw rivets used in the assembly of aluminium 
components for aircraft and other structures, elements for 
aircraft fuselages (stringers, skin plates, etc.), sections of 
various size and shape and sheets for assemblies operating in 
corrosive environments and at cryogenic temperatures, and 
complex-shaped parts produced by superplastic forming 
(Figure 10). 

ECAP is also being used in the fabrication of long rods of 
nanostructured titanium materials for medical applications 
(Figure 11) by combining the process with other techniques 
like rolling, forging or extrusion. ECAP is also used in 
traumatology and orthopaedics (for the manufacture of 
prosthetic devices for the knee, spine and hip, and plates, 
nails, screws and other instruments), in stomatology (in 
dental implants), in oral surgery (for various fixation devices 
and implant instruments; Figure 12) and in cardiovascular 
surgery (for the manufacture of cardiac valves).21

ECAP techniques are also being used for the fabrication of 
materials for microelectromechanical systems and shape 
memory alloy applications. ECAP is also used in the production 
of high-performance mountain bicycles and automotive 
components where weight consideration is needed. 

In addition, ECAP reduces material waste; the material 
utilisation rate is very high in the ECAP process – typically 
exceeding 90%.6

TABLE 1: Chemical composition of the copper alloy used.
Element Weight (%)
Silicon 0.08
Phosphorus 0.61
Tin 1.2
Titanium 0.3
Chromium 0.49
Manganese 0.57
Iron 0.77
Copper 90.77
Zinc 1.56
Lead 2.93
Total 100

TABLE 2: Descriptive statistics for the grain size of a copper alloy after 6 passes 
and 12 passes of equal channel angular pressing.
Variable Grain size (µm)

Six passes Twelve passes
Minimum 0.21 0.08
Maximum 1.21 1.18
Mean 0.75 0.34
Standard deviation 0.25 0.26

FIGURE 7: Optical microscopy images used in the measurement of the grain size of a copper alloy after undergoing (a) 6 passes and (b) 12 passes of equal channel angular pressing.
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Summary and conclusion
The ECAP technique is now recognised for achieving very 
significant grain refinement of ultra-fine grained materials 
which, at present, have unique mechanical properties. The 
technique is also used as a basic principle for microstructural 
refinement. Several factors influence the workability and 
the microstructural characteristics of equal channel angular 
pressed materials; these factors are associated directly with 
the experimental ECAP facility and include the angles within 
the die between the two parts of the channel and the outer 
arc of curvature where the channels intercept. Experimental 
factors like the speed and temperature of pressing influence the 
grain refinement and the homogeneity of the microstructures 
and textures of the pressed material. Other factors that affect 
grain refinement are the processing route and the total 
number of passes that the sample undergoes.

We investigated the hardness and microstructure of the grain 
refinement of a copper alloy undergoing ECAP. The results 
showed that the grains became gradually more refined and 
the hardness increased as they underwent further processing.
From a practical point of view, it is important to mention 
that recent studies have shown great potential for the use of 

FIGURE 8: Change in hardness (Vickers hardness value) of a copper alloy 
with an increase in the number of passes of equal channel angular 
pressing.

FIGURE 9: The relationship between the hardness value and the inverse square 
root of the average grain size of a copper alloy at room temperature.

Source: Valiev et al.21

FIGURE 10: Pistons produced by superplastic forming.

Source: Furukawa et al.9

FIGURE 11: Medical applications of equal channel angular pressing include the 
manufacture of commercially pure titanium instruments for osteosynthesis.

Source: Zhernakov and Yakupo18.

FIGURE 12: High-strength thread articles manufactured from a titanium alloy by 
severe plastic deformation.

TABLE 3: Vickers hardness value of ‘as-received’ copper alloy samples and 
samples that underwent various passes of equal channel angular pressing.
Specimen Sample

1 2 3 4 5 Mean
As-received 83.5 80.0 78.4 77.0 77.0 79.2
2 passes 95.5 106.3 98.4 95.6 95.6 98.3
4 passes 95.7 102.4 100.5 103.7 103.3 102.5
6 passes 93.7 104.8 100.9 113.6 96.4 101.9
8 passes 106.0 95.9 100.0 107.3 103.3 102.5
12 passes 106.2 100.7 98.0 107.7 142.5 111.0
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severe plastic deformation processing, especially ECAP, in 
industrial applications. The ECAP technique is being used 
in the manufacture of many materials within the medical 
equipment, automotive, microelectromechanical and shape 
memory alloy industries. Extensive research is currently 
underway on the commercial production of ultra-fine 
grained materials using the ECAP technique.
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